Application Date

Coating ID

Coating Application Data Sheet

CCA Wood Study
ARCADIS Project No. RN992014

(I

Deck Number
Vol A (mL)
Vol C (mL)
Vol New (mL)

1A

Deck Number
Vol A (mL)
Vol C (mL)
Vol New (mL)

1B

Deck Number
Vol A (mL)
Vol C (mL)
Vol New (mL)

1C

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-AE-M1 A-V-M3 A-AJ-M1

A-Z-M1 A-AT-M3 A-BW-M4

C-N-M1 C-BE-M2 C-S-M2

C-BO-M2 C-CC-M1 C-AA-M2

Coating ID 2

Deck Number 2A Deck Number 2B Deck Number 2C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-O-M3 A-BC-M2 A-AR-M1
A-BY-M2 A-AH-M4 A-P-M1

C-BZ-M3 C-BI-M1 C-BY-M2
C-E-M3 C-AN-M1 C-BX-M3
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Coating ID 3

Deck Number  3A Deck Number 3B Deck Number 3C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-T-M1 A-AG-M3 A-AD-M2

A-L-M3 A-AF-M1 A-BW-M2

C-N-M3 C-BJ-M2 C-CD-M1

C-CE-M2 C-AN-M3 C-AA-M1

Coating ID 4

Deck Number 4A Deck Number 4B Deck Number 4C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-T-M2 A-BC-M1 A-1-M3
A-BG-M4 A-AH-M1 A-Q-M2
C-CD-M2 C-BM-M2 C-AC-M1
C-AD-M2 C-AM-M2 C-BT-M4
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Application Date

Coating Application Data Sheet

CCA Wood Study
ARCADIS Project No. RN992014

(I

Coating ID 5

Deck Number 5A Deck Number 5B Deck Number 5C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-U-M2 A-AD-M1 A-AR-M3

A-L-M2 A-Z-M3 A-BG-M3

C-AC-M2 C-BM-M3 C-CA-M1

C-CE-M1 C-BO-M1 C-AD-M3

Coating ID 6

Deck Number 6A Deck Number 6B Deck Number 6C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-U-M1 A-AC-M2 A-BC-M3
A-BY-M1 A-AN-M3 A-P-M2
C-BZ-M2 C-AJ-M1 C-S-M3
C-AA-M3 C-Al-M1 C-CC-M2
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Coating ID 7

Deck Number 7A Deck Number 7B Deck Number 7C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-O-M2 A-V-M1 A-AJ-M3

A-Y-M2 A-AH-M3 A-BW-M1

C-N-M2 C-BY-M1 C-BzZ-M4

C-AM-M3 C-BX-M1 C-E-M2

Coating ID 8

Deck Number 8A Deck Number 8B Deck Number 8C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-AR-M2 A-I-M1 A-AG-M4
A-BY-M3 A-AT-M1 A-Z-M2

C-BE-M1 C-AC-M3 C-CA-M2
C-AE-M3 C-AM-M1 C-BX-M2
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Application Date

Coating Application Data Sheet

CCA Wood Study
ARCADIS Project No. RN992014

2 )

Y 4

Coating ID 9

Deck Number 9A Deck Number 9B Deck Number 9C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-T-M3 A-AC-M1 A-AG-M2

A-P-M3 A-AE-M2 A-AN-M1

C-AP-M1 C-BI-M2 C-BZ-M1

C-BW-M1 C-AN-M2 C-AE-M2

Coating ID 10

Deck Number 10A Deck Number 10B Deck Number 10C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-AD-M3 A-X-M1 A-AJ-M2
A-BG-M2 A-Y-M1 A-Q-M3

C-AP-M3 C-BJ-M1 C-BU-M2
C-AD-M1 C-AK-M4 C-BT-M2
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Coating ID 11

Deck Number 11A Deck Number 11B Deck Number 11C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-U-M3 A-X-M2 A-AJ-M4

A-Q-M1 A-AH-M2 A-BW-M3

C-AP-M2 C-BE-M3 C-BJ-M3

C-Al-M3 C-BW-M2 C-AE-M1

Coating ID 12

Deck Number 12A Deck Number 12B Deck Number 12C
Vol A (mL) Vol A (mL) Vol A (mL)

Vol C (mL) Vol C (mL) Vol C (mL)

Vol New (mL) Vol New (mL) Vol New (mL)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

Board Number

Thickness (mm)

A-O-M1 A-AC-M3 A-V-M2
A-AN-M2 A-AE-M3 A-L-M1
C-AJ-M2 C-BI-M3 C-BM-M1
C-AM-M4 C-AD-M4 C-BT-M1
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